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XRF Screning
(Pb, Cd, Hg, Total cr, Total
Br)

[EC 62321-3-1:2013

Total Br [EC 62321-3-2:2013
[EC 62321-4:2013, AMD1:2
Hg
017
Cd [EC 62321-5:2013
Pb [EC 62321-5:2013
PBBs, PBDEs [EC 62321-6:2015

Cr(VI) — metal

IEC 62321-7-1:2015

Cr(VI) — polymer

IEC 62321-7-2:2017

Phthalates

[EC 62321-8:2017
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Total Pb

CPSC-CH-E1001-08.3:201
2
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Phthalates

CPSC-CH-C1001-09.4:201
8
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Total Pb

CPSC-CH-E1002-08.3:201
0
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Pb

CPSC-CH-E1003-09.1:201
1

16 CFR 1303:2012

ASTM E1645-16

ASTM E1613-12
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Cd

CPSC-CH-E1004-11:2011
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Nikel release

BS EN 12472:2005 + A1:20
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BS EN 1811:2011 + A1:201
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